
B) _'umber 0 other im urities, not more
K alue
Bulk density, gm/cm2
Residue on the sieve NQ 002, %, max
Thermal stability at 180aC, min
Mass content of moisture and volatile matters, %,
max
Mass content of suI hate ash, %, not more

Mass content of alkali in converting on NaOH, %

Mass content ofvinylchloride, mln-l, max

NET WEIGHT:
GROSS WEIGHT:
);0 OF PACKA.GES:

White color powder Corresponds 5
5

62-65 64

0,50 - 0,60 0.52
0.05 0.1
20 21'

0.3 0.2

1800G.00 KG
18216.00 KG

720 BAGS


